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Section 15-5.01C(4). Use for removing an AC overlay from existing bridges.

1. Use if a membrane seal is shown.
Replace the 3rd paragraph of the RSS for section 15-5.01C(4) with:
Remove existing asphalt concrete surfacing and membrane seal by cold milling. Do not remove more than 1/2 inch of the existing concrete slab during cold-milling activities.

2. Use if the adjacent pavement is to remain in place.
Add to section 15-5.01C(4):
Where a portion of the asphalt concrete overlay is to remain, saw cut a 2-inch-deep neat line along the edge to remain in place before removing asphalt concrete. Remove the asphalt surfacing without damaging the existing surfacing to remain in place.
