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MATERIALS INFORMATION 
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SITE INVESTIGATION REPORT 

(ASBESTOS AND LEAD-CONTAINING PAINT) 

 

05-SB-101-46.9 

GAVIOTA SAFETY ROADSIDE REST AREAS   

05-1A6200 (05-0002-0418) 

 

June 2012 
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Figure 1

Santa Barbara County,
California VICINITY MAP

Gaviota SRRA

GEOCON Proj. No. S9525-06-49
Task Order No. 49
E-FIS 05 0002 0418 (EA 05-1A6200)
Caltrans Contract 06A1580 June 2012
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Figure 2

Santa Barbara County,
California SITE PLAN

Gaviota SRRA

GEOCON Proj. No. S9525-06-49
Task Order No. 49
E-FIS 05 0002 0418 (EA 05-1A6200)
Caltrans Contract 06A1580 June 2012
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Photo 1 – Gaviota SRRA (northbound station) 

 
Photo 2 – Typical restroom interior 

 
Photo 3 – Electrical water heater 

PHOTOGRAPHS 1, 2, & 3 
Gaviota SRRA 

Santa Barbara County, California 
S9525-06-49  June 2012 



 

 

 
Photo 4 – Drinking fountain (northbound station) 

 
Photo 5 – Information kiosk (northbound station) 

 
Photo 6 – Pump house roofing 

PHOTOGRAPHS 4, 5, & 6 
Gaviota SRRA 

Santa Barbara County, California 
S9525-06-49  June 2012 



 

 

 
Photo 7 – Gaviota SRRA (southbound station) 

 
Photo 8 – Typical restroom interior 

 
Photo 9 – Mechanical area 

PHOTOGRAPHS 7, 8, & 9 
Gaviota SRRA 

Santa Barbara County, California 
S9525-06-49  June 2012 



Geocon Project No. S9525-06-49
June 27, 2012
Page 1 of 1

GAVIOTA SRRA
CALTRANS CONTRACT 06A1580, TASK ORDER NO. 49, EA 05-1A6200

SANTA BARBARA COUNTY, CALIFORNIA

Sample Group No. Description of Material Approximate Quantity Friable Site Photos Asbestos Content

NB-1 Roofing mastic NA NA 1 ND
NB-2 Stone and mortar system NA NA 1 ND
NB-3 Block and mortar system NA NA 1 ND
NB-4 Ceramic floor tile system NA NA 2 ND
NB-5 Ceramic wall tile system NA NA 2 ND
NB-6 Vapor barrier NA NA 3 ND
NB-7 Asphalt and gravel roofing (pump house) NA NA 6 ND
SB-1 Roofing mastic NA NA 7 ND
SB-2 Stone and mortar system NA NA 7 ND
SB-3 Block and mortar system NA NA 7 ND
SB-4 Ceramic floor tile system NA NA 8 ND
SB-5 Ceramic wall tile system NA NA 8 ND
SB-6 Vapor barrier NA NA 9 ND

Notes:
NB = Northbound station
SB = Southbound station
NA = Not applicable (no asbestos detected)
ND = Not detected

TABLE 1
SUMMARY OF ASBESTOS ANALYTICAL RESULTS

Polarized Light Microscopy (PLM) - EPA Test Method 600/R-93/116



Geocon Project No. S9525-06-49
June 27, 2012
Page 1 of 1

GAVIOTA SRRA
CALTRANS CONTRACT 06A1580, TASK ORDER NO. 49, EA 05-1A6200

SANTA BARBARA COUNTY, CALIFORNIA

Paint Sample No. Paint Description Approximate Quantity Peeling/Flaking Site Photos Total Lead (mg/kg) WET Lead (mg/l) TCLP Lead (mg/l)

NB-P1 Gray exterior paint Intact 1 4.2 --- ---
NB-P2 Red exterior trim Intact 1 and 5 14 --- ---
NB-P3 Black interior paint Intact 2 and 3 13 --- ---
NB-P4 Brown paint (drinking fountain) Intact 4 8.9 --- ---
NB-P5 White traffic striping Intact not shown 5.8 --- ---
NB-P6 Blue traffic striping Intact not shown 6.2 --- ---
NB-P7 White paint (pressure tank) Intact not shown 19 --- ---
SB-P1 Gray exterior paint Intact 7 <16 --- ---
SB-P2 Red exterior trim Intact 7 510 <7.2 ---*
SB-P3 Black interior paint Intact 9 <16 --- ---
SB-P4 Brown paint (drinking fountain) Intact not shown <43 <0.50 ---
SB-P5 White traffic striping Intact 7 <10 --- ---
SB-P6 Blue traffic striping Intact 7 6,300 --- <3.1
SB-P7 White paint (pressure tank) Intact 9 <15 --- ---

Notes:
NB = Northbound station
SB = Southbound station

mg/kg = milligrams per kilogram (EPA Test Method 6010-B)
mg/l = milligrams per liter

WET = Waste Extraction Test (EPA Test Method 7420)
TCLP = Toxicity Characteristic Leaching Procedure (EPA Test Method 7420)

--- = Not analyzed
< = Not detected at or above the indicated method detection limit

* Insufficient material remaining for TCLP analysis

TABLE 2
SUMMARY OF PAINT ANALYTICAL RESULTS - TOTAL AND SOLUBLE LEAD
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